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ANALYTICKA CHEM]E_, AKREDITOVANA ZKUSEBNI LABORATOR 1047
pod registradnim Sislem C1A Przha 109/1996 k chcmiek:?m’zkous’kém materisht
SKODA VYZKUM sr.a., Tykiva 57, 316 00 Pleedt, B019/7732415, fax 019/7733889

PROTOKOIL' O ZHOUSKACH Cido : - 685
. List&slo  © 1
Poletlistd  : . 1
ZAKAZNIK : KRALODVORSKE ZELEZARNY B SR
VALCOVNA Z4 STUDENA s.r-0. .
267 01 Krdliv Dvir

PREDMET ZKOUSEK :  Stanoveni dusiku ve vzorcich plechu -

Datum pifjetf zkousek + 9.1.1798 Material

Datirm provedeni zkouSsk : 12.7.1998 Tavba :

Zakarkové Eislo : Oznaleni : v & 1,2,3,456
Obédnavksa Sslo 1 219000/84884 C. vikresu -

VYSLEDKY ZKOUSEK : Lab. &do 92 523/28
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VPlmi 12.11998 Vedoucf Iaboratote Tng. Jaroslav Cechmra

Metody poufité pro chemické rozbory jsou uvedeny v PifruSce jakosi CHE
a sphiufl pofadavky ma pfesmost dle CSN EN, CSN ISQ. Uvedené vysiedky zkoufek
se tykaji jen pfedmétn tichto Zkouiek. Protokol miiZe byt reprodukevin pouze jako celek.
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Carbon and manganese contents
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Tensile properties
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MECHANICKA ZKUSEBNA, stitem  akreditovand  ZimSebni Iaboratof 1047
0 mechanické zkoufky materdshi, pod 7teg.l. CIA Preha 109/1996

KODA VYZKUM s.r.0., Tylova 57, 316 00 Plzeti, 019/7732904
‘ ) . . & : 132
PROTOKOL O ZKOUSKACH List -1
. Po&et listhi . : 2
ZARKAZNIR : KRAI.OVODVORSKE ZFLEZARNY
PREDMET ZKOUSEX : PLECH
Zakizkové Eislo = 015 -535/390
Datom pievzet : 26.1.1998 -

Datmn zkouSent - 421998 .

ZkouFka rhzem v obvbn die DIN 50 115 vzorky 4 x3 x27 - vrub V1

Tlonitka plechn 4 mm ~ podélng emiér | Tloustks plechu 4 mm - piftny smir
oznateni KV (J) |ECV(Jex®){ oznadeni | KV (J) |RCV (Texd
4,1 7.1 78,88 04.01.00 4.5 80
4.1 8,1 80 04.01.00 4.5 80
4.1 75 53,33 04.01.00 5 58,56
42 6,8 73,33 04.02.00 5 61,11
42 86,3 70 04.02.00 4.9 54,44
42 8 £8,67 04.02.00 57 63,33
4.3 7 77.78 04.03.00 3.8 42,22
4,3 4.4 48,89 04.03.00., 49 §4.44
43 . 68 73,33 04,03.00 3,56 38,89
44 6,8 75,56 040400 | 4,5 50
4.4 7 77,78 04.04.00 4.6 51,11
4.4 8,7 74,44 04.04.00 4,4 48,89
4,5 45 50 040500 | 3.8 4222
4.5 4.4 4885 | 04.05.00 3,8 42,22
4.5 3,7 41,11 04.05.00 3,8 43,33
Primér 6,18 68,67 Priimér 4,49 49,35
MA Zxy, ”
é\m?«» C..;;\% . oz S apiidinn?
V Plzui; 4.2.1998 ¢/ axona \T) Tng. Véclav Mex], CSc.
\Z\ VS jg) o

Cvedeos vystedy Zcousek so Gamil jou plediis woelto SOTEek VESkerd porovaivan] mamienych
hoduot s hodnowm pofadovanymi je mimo rimic BEREARKE de CSN EN 45 001. Bez svolent
ZknZehni laboratofe smi byt protokol reprodukovan pouze jake celek.



MECHANICKA ZKUSEBNA, stitem akreditovani ziaifebni laboratof 1047
gr mechanické zkouSky materili, pod regd CIA Prakia 109/1996
KODA VYZKUM s.r.0., Tylova 57, 316 00 Plzeii, 019/7732904

iy z > 132
PROTOKOL O ZKOUSKACH List i 2
Poletlisth  : 2

ZARAZNIK : KRALOVODVORSKE ZELEZARNY
PREDMET ZKOUSEK : PLECH

Zakézkove Eslo . 015 -55/390
Datum pfovzet : 26.1.1998 L
Datnm zkouSeni . 421998 e "

VYSLEDKY ZKOUSEK:

Tloudtka plechu 5 mm - podsiny smes | Tlouike plectn 5 mm - piifoy smée
omageni | KV(J)} |KCV (V)| oznaeni| KV (J) |KCV (Van?)
1.5 €.8 75,86 01.05.00 4.2 46,67
1.5 85 72,22 01.05.00 4,5 50
1,5 7.7 85,56 ©1.05.00 4 4444
25 8,7 74 44 02.05.00 3,9 43,33
25 86,3 7222 02.05.00 4,5 80
25 7.3 81,11 02.05.00 45 50
3,5 7 78,89 Q3.05.00 4.1 45,56
3,8 7.6 84,44 03.05.00 3.6 40
3,5 7.1 78,88 03.05.00 3.5 38,89
45 7.5 83,33 04.05.00 45 80
4,5 4.6 51,11 04.05.00 42 48,67
4.5 54 60 ~ | 04.05.00 5 58,56
5,5 4.1 - 4556 | 05.05.00 34 37,78
55 4.1 45,56 05.05.00 38 42,22
£,5 4.8 53,33 05.05.00 43 47,78
Primér 625 413 |- 4593
) 2. Sriinnr T
V Plzmi; 42.1998 Ing. Véclav Mentl, CSc.
vedouci labotole

Uvedené vyslediy zknusdcsetjka_;i]mpiedmﬁﬁi ’zscbﬁak. Veskeré porovoAvani nanuSemych
hodnntshndnmmpmdamympmmomakmdﬁtz €SN EN 45 001. Bez svoleni
ZkuFebni ieboratofe smi byt protokol reprodukovén pouze jako calek
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Impact toughness
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4 05 mm steel Different melts
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500 mm steel Different melts




CERN IT-2490/PPE/ATL . QUALITY CONTROL PLAN
File number: 422
page )0k 13

a umber: eet number:
it Number:30748 Sh b

Iboil Number : : Thickness type: 4,056

STRUCTURE AND INCLUSION CONTENT

Grain size (ASTM E 112-83) (um) 3T B
— . 378 -
Inclusion content (ASTM E 45-84 method A) class .0,5.....

’ 05

-

Signature of producer :
Date /3. %. /1992 ZE’/
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Maximum grain size

28
405 mm steel Different melts

28
500 mm steel Different melts
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Magnetic coercivity
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5.00 mm steel

Poins out of tolerances were remeasured.
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4.05 mm steel - dimensions
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5.00 mm steel - dimensions

Mean
RMS

1632.
3.527

1620 1625 1630 1635 1640

Length

1645 1650

1655

1660
mm

Mean
RMS

401.0
5444




50

40

30

20

10

120

100

80

60

40

20

5.00 mm steel - sagitta

Border sagitta
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